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Objectives: 

• Ceramic and oxide nanocrystals will be prepared and isolated 
• Nanocrystals will be characterized structurally 
• Kinetic studies of reaction and phase transition processes in oxide 

nanocrystals 

Status of effort: 

We have two major findings, as well as more incremental progress in other areas. 
We have discovered a new and very general method for forming hollow oxide 
nanocrystals, and for encapsulating other materials inside these hollow crystals. We have 
demonstrated that there is a critical length for a nanorod, below which it can reversibly 
undergo a sohd-solid phase transition with volume change, while above this length the 
rods fi-acture. Finally, we have made progress in the shape control of titanium dioxide 
nanocrystals, and we have improved our understanding and control over the nucleation of 
iron oxide nanocrystals. We have also initiated a new program to study nanocrystals at 
very high laser excitation energies, and we have continued our studies of nanorod liquid 
crystals. 

Accomplishments/New Findings: 

1. Hollow oxide nanocrystals. 

We have discovered that it is possible to systematically prepare hollow oxide 
nanocrystals by starting with a metallic particle and oxidizing it slowly. The metal atoms 
diffuse outwards from the core during the oxidation, resulting in the hollow structure. 
This is an example of the "nanoscale Kirkendall effect." The Kirkendall Effect states 
that, if there is a net flow of matter in the reaction between two adjacent solids, then there 
will be an equal and opposite net flow of vacancies, which condense to form pores. Our 
work shows that in nanocrystals, this will lead to hollow structures. 

Li collaboration with Professor Gabor Somorjai, we have also shown that we can 
incorporate Pt nanocrystals inside a hollow cobalt oxide shell. Further, the shell 
transmits gases, so that the whole system can act as a catalytic reactor. This work was 
recently pubUshed in the journal Science. 

2. Critical size for fi-actm-e in nanorods 

We have shown that CdSe nanorods can be transformed from the 4 coordinate 
wurtzite structure to the six-coordinate rocksalt structure with 18% volume reduction 
under pressure. For nanocrystals of 4 nm diameter, and length less than 10 nm, we find 
that the nanocrystals can undergo this transformation reversibly over multiple cycles. For 
nanocrystals longer than lOnm, the nanorods fi-acture during the transformation. Further, 
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the fracture leads to at least three fragments.   This work has been published in Nano 
Letters and has been transmitted in preprint and PowerPoint form to the program officer. 

3. Shape control of titanium dioxide nanocrystals 

We have shown that we can widely control the shapes of titanium dioxide 
nanocrystals by adjusting the surfactants present during the nanocrystal growth. We 
prepared bullet shaped nanocrystals, rods, and branched structures. Many of the features 
of the shape control follow predicted patterns based on other related systems, so that a 
more general view of how to control shapes is emerging. This work was published in the 
Journal of the American Chemical Society. 

4. Synthesis of iron oxide nanocrystals 

We demonstrated a new concept for control of nanocrystal growth, called "delayed 
nucleation." In this approach, a precursor is injected into hot surfactant solution, but the 
precursor must undergo a significant, and slow chemical rearrangement prior to 
formation of the "monomer" that yields the nanocrystal growth. This "monomer" 
population builds up slowly, but since the rate of nucleation depends exponentially on 
concentration, the moment the monomer concentration exceeds a critical value, 
nucleation begins. The onset of nucleation now lowers the monomer concentration, so 
that the time over which nucleation can occur is very brief This method of nucleation 
control is advantageous as it is highly reproducible. This work is in preparation for 
publication. 

5. Liquid crystals of nanorods. 

We have continued to study the phase diagrams of nanorod Uquid crystals. We have 
foxmd that the phase diagram of 4x40 nm nanorods of CdSe differ from the predictions of 
hard rod theory, indicating substantial attractive forces between the rods. This work was 
pubhshed in the Journal of Chemical Physics. 

6. Photo-ionization of colloidal nanocrystal quantum dots at high laser intensities. 

Multielectron ionization of colloidal CdSe quantum dots under intense femtosecond 
UV excitation has been studied. By directly probing the absorption from the ionized 
electron, quantitative measurements of the yield and dynamics of the ionization have 
been made as a fimction of excitation influence and variations of size and potential 
stiiicture of quantum dots. As many as 30 electrons can be ejected from a 3.5 nm 
diameter colloidal quantum dot, ti-ansiently producing a highly charged species The 
results have been explained by ionization mechanism involving resonant two-photon 
absorption. This work was published in Physical Review Letters. 



Ceramic Nanocrystals Final Report A. P. Alivisatos 

Comprehensive Technical Summary: 

Our most significant finding, fijrmation of hollow nanocrystals through the Nanoscale 
Kirkendall Effect, is described in detail below. 

Porous solid materials are important in many areas of modem science and technology, 
including ion exchange, molecular separation, catalysis, chromatography, 
microelectronics, and energy storage (1-3). Notable examples are microporous (< 2 nm) 
zeolites and mesoporous (2-50 nm) silicate and carbonaceous materials. The ability to 
manipulate the structure and morphology of porous solids on a nanometer scale would 
enable greater control of local chemical environment (4-6). We demonstrate that 
nanoscale pores can develop inside nanocrystals with a mechanism analogous to void 
formation in the Kirkendall Effect, where the mutual diffusion rates of two components 
in a diffusion couple differ by a considerable amount (7). We choose cobalt nanocrystals 
as a starting material to show that hollow nanocrystals of cobalt oxide and chalcogenides 
can be successfully synthesized by reacting cobalt colloidal solution with oxygen, and 
sulfur or selenium. 

It has been known for over half a century that porosity may result from 
differential solid-state diffusion rates of the reactants in an alloying or oxidation reaction. 
In 1947, Smigelkas and Kirkendall reported the movement of the interface between a 
diffusion couple, i.e., copper and zinc in brass, as the resuU of the different diffusion rates 
of these two species at an elevated temperature (7). This phenomenon, now called the 
Kirkendall Effect, was the first experimental proof that atomic diffusion occurs through 
vacancy exchange, and not by the direct interchange of atoms. The net directional flow 
of matter is balanced by an opposite flow of vacancies, which can condense into pores or 
annihilate at dislocations. Directional material flows also result from coupled reaction- 
diffusion phenomena at a soUd/gas or solid/Uquid interface, leading to deformation and/or 
void formation during the growth of metal oxide or sulfide fihns (8, 9). These voids are 
usually explained by outward transport of fast-moving cations through the oxide layer 
and a balancing inward flow of vacancies to the vicinity of the metal-oxide interface. 
Interface motion and the formation of pores have been studied due to their impact on the 
reproducibility and rehability of solders, passivation layers, diffusion barriers etc., but not 
generally as a method of preparing porous materials. The pores produced at a metal- 
metal diffusion couple or near the metal-oxide interface of a growing oxide do not yield 
monodisperse, ordered arrays but form a very heterogeneous ensemble. Also, the 
observed volume fraction for pores is commonly much smaller than would be expected 
for the known material flows. These observations are a direct result of the large volume 
of material that vacancies can diffuse into and the large number of defects they can react 
with (10). 

If the faster-diffusing species is confined into a nanocrystal 'core', the net rate of 
vacancy injection should increase dramatically due to the high surface-to-volume ratio of 
the particle and the absence of defects in the core. Within the small volume of a 
transforming nanocrystal, the supersaturated vacancy cloud is likely to coalesce into a 
single void.    Previous studies on the interdiffusion of 30-micrometer powders with 
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layered composition showed significant porosity, but the geometry and distribution of the 
pores were not uniform, probably due to aggregation and bulk-like dimension of the 
particles (11). Significant progress has recently been made in synthesizing colloidal 
nanocrystals with well-controlled size, shape and surface properties (12-14). Employing 
such high-quality nanocrystals as the starting materials, it should be possible to produce a 
relatively uniform population of hollow nanostructures. 

We have chosen cobalt nanocrystals as the main starting material. A number of 
chemical methods have been developed to synthesize uniform cobalt nanocrystals in 
solution (12,15). Furthermore, cobalt reacts readily with other species such as sulfur and 
oxygen. Since cobaU is the major component in one class of superalloys, its high- 
temperature oxidation and sulfidation have been well studied (16, 17). It is known that 
oxidation and sulfidation of bulk cobalt under vapor at high temperature is mainly 
controlled by outward diffusion of cobalt cations (18). This mode of growth operating on 
nanocrystals is expected to lead to hollow structures. 

Sulfidation of cobalt was the first case where we observed hollow nanostructures. 
Cobalt sulfide hollow nanospheres are synthesized in one pot by immediate injection of a 
solution of sulfiir in o-dichlorobenzene into a hot cobah nanocrystal dispersion (as shown 
in the transmission electron microscopy (TEM) image in Fig. lA) that is prepared by 
literature methods (15, 19). At 445 K, the reaction between cobalt and sulfiir completes 
within a few seconds, resulting in a black solution of cobalt sulfide nanocrystals. We 
have confirmed tiiat hollow particles are produced at temperatures as low as 373 K. The 
hollow particles are very stable in solution suggesting that the chemical transformation of 
the surface does not disrupt the coating of the nanocrystals by surfactant molecules. 
Upon washing witii methanol, the surfactant layer is removed and it is no longer possible 
to redissolve the precipitate in o-dichlorobenzene. 

Outward flow of cobalt through the sulfide shell results in supersaturation of 
vacancies, which condense to form a single hole in each nanoparticle (Figs. IB-D). Two 
stable cobah sulfide phases are observed, linnaeite (C03S4) and cobah pentiandite 
(CogSg), depending on the sulfiir-to-cobah molar ratio used in the synthesis. X-ray 
powder diffraction (XRD) patterns in Fig. IE show the evolution of the crystal sti^cture 
as the molar ratio of sulfiir to cobalt is increased. CogSg is tiie only sulfide phase 
observed when the molar ratio is lower than 9:8, while C03S4 also appears in the patterns 
when the molar ratio slightly exceeds this value. Only C03S4 is obtained when the molar 
ratio of sulfiir to cobalt is above 3:4. The size distiibution of the sulfide hollow particles 
is similar to the starting cobah nanocrystals. Monodisperse hollow nanocrystals self- 
assemble into ordered hexagonal arrangements when evaporated slowly on the surface of 
a carbon coated TEM grid. The assembly process is driven by surface tension and van 
der Waals forces. Cobah sulfide nanocrystals do not form superlattices as readily as 
cobah nanocrystals do, probably due to a diminished van der Waals force (19). 
AssembUes of hollow nanoparticles present a distinct topology of ordered porous 
materials. In terms of the accessibility of pores from the outside, they fall between 
mesoporous materials with accessible channels and void lattices where pores are confined 
in a continuous matrix (20). 
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Kinematical diffraction simulations (fig. SI) indicate that the XRD peaks are too 
broad to be consistent with a single crystal shell of dimensions observed by TEM (21). 
Satisfactory fits to the data in Figs. lE(d) and lE(g) are obtained by assuming ~ 4 nm 
cubic crystalline domains. The fits also provide a confirmation of our phase assignments. 
TEM micrographs (Fig. ID) of the same sample show that the average outer diameter of 
the hollow C09S8 nanocrystals is around 15 nm. A reasonable explanation is that the 
shell of each hollow sphere is multi-crystalline. This is confirmed by high resolution 
transmission electron microscopy (HRTEM), which shows that both CogSg and C03S4 
hollow nanocrystals are composed of multiple crystallographic domains (Fig. IC). The 
arrangement of the domains is analogous to the columnar morphology of grains often 
observed in thin fibn growth. The multi-crystalline structure impUes possible 
applications of these hollow nanocrystals as nanoscale reactors since small molecules 
may be able to penetrate the shell through the grain boundaries. 

In all instances of sulfidation, we have found that the diameter of the hole in the 
center of the nanocrystals is 40-70% of the initial particle size (starting with cobalt 
particles with a size distiibution of 7%, a single synthesis yields a hole size distribution of 
13%). If sulfiir ti-ansport through the growing shell is negligible, as shown for bulk 
sulfidation by marker experiments (18), then the two diameters are expected to be 
identical. Significant inward sulfiir transport could occur through grain boundaries or 
during the formation of the first few monolayers of sulfide. It is also possible that inward 
relaxation of the hole occurs, due to annihilation of vacancies at a semicoherent or 
incoherent cobalt-sulfide interface. Finally, the estimation of the hole size by visual 
inspection of TEM images may produce systematic errors. We attempted to examine the 
possibility of inward sulfiir transport by performing the C03S4 synthesis at different sulfiir 
concenti-ations. Increased sulfiir concentration increases hole size and enhances outward 
growth of the shell, indicating that cobalt mobility rather than sulfiir mobility is affected. 
This finding is consistent with bulk sulfidation studies (18), where it is observed that an 
increased sulfiir vapor pressure leads to injection of more cation vacancies into the 
growing sulfide and enhances the paraboUc rate constant for sulfide growth. 

For bulk cobalt, the rates of oxidation are 3-4 orders of magnitude lower than 
those of sulfidation above 750 K (18). This is also true under the conditions we use to 
produce hollow nanocrystals, and oxidation of nanocrystals takes about three hours at 
455 K. Fig. 2(A-D) shows the evolution of the morphology of the nanocrystals with time 
as an 02/Ar mixture is flowed through the cobalt colloidal solution. The XRD shows the 
presence of metalUc cobalt up to 30 minutes (Fig. 2E). The solution of particles still 
displays weak ferrofluidic response to a IT magnet at that point, suggesting that small 
cobalt cores remain. It takes about three hours for the cobalt cores to be completely 
consumed: central pores are clearly distinguishable for all nanocrystals under TEM and 
the solution shows no magnetic response. XRD simulations (fig. SI) suggest a 
multicrystalline stinicture with a crystal domain size of ~3 nm, in agreement with 
HRTEM observations (Fig. 2 inset). 

The evolution of hollow morphology is best illusti-ated by following the reaction 
of cobalt nanocrystals with selenium. In bulk systems, annihilation of excess vacancies 
at dislocations and boundaries can produce sti-esses leading to the formation of cracks 
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near the interface; the cracks then act as nuclei for the further condensation of 
supersaturated vacancies (11). While the exact mechanism is likely to be different, in 
nanocrystals voids also begin to develop and merge at the boundary (Fig. 3). The high 
defect content and surface energy associated with the boundary favors the nucleation of 
voids there. Also, as vacancies diffuse inwards, they will be more concentrated at the 
boundary rather than in the interior of the core. As the reaction proceeds in time, more 
cobalt atoms diffuse out to the shell and the accompanying transport of vacancies leads to 
growth and merging of the initial voids. This results in the formation of bridges of 
material between the core and the shell that persist until the core is completely consumed. 
These bridges provide a fast transport path for outward diffusion of cobalt atoms which 
can then spread on the inner shell surface. A similar phenomenon was observed for bulk 
powders (11). We note that the growth rate of pores drops dramatically when the cobalt 
cores become relatively small. Most of the pore volimie seems to form during the first 
few minutes, while it takes about 30 minutes for the cobalt cores to completely disappear. 
This may be due to the fact that as the bridges are also consumed during the reaction, a 
smaller cross-sectional area is available for solid-state transport of materials. 

As an illustration of the generality of the ideas presented here, we have 
synthesized several other hollow nanostructures. Sulfidation of disk-shaped cobah 
nanocrystals (21) was observed to result in the formation of hollow nanodisks with 
cylindrical pores, indicating that spherical symmetry is not required for obtaining shells 
of regular thickness. Preliminary studies on oxidation of iron nanospheres and 
sulfidation of cadmium nanospheres also resulted in hollow structures, thus vahdating our 
approach for metalUc cores in general. Theoretically, the mobilities of the reacting 
species do not have to be drastically different to result in vacancy transport. Placing soUd 
nanocrystals containing one reactant in a comparatively dilute solution creates an 
additional asymmetry that may favor the creation of hollow structures: the relatively large 
change in the concentration of the core material between the core and the solution 
provides a greater driving force for the outward diffusion of the core material. Thus, 
numerous combinations of reactants may be expected to produce various hollow 
nanostructures of insulators, semiconductors and even metals. A recent report on the 
formation of gold nanoboxes may involve the same mechanism at some stage, although 
the dimension of the structures produced is an order of magnitude larger (22). 

Hollow nanocrystals offer exciting possibilities in material design for apphcations 
in catalysis, nanoelectronics, nano-optics, drug delivery systems, and as building blocks 
for Ught-weight structural materials (23-25). For example, accurate fixation of the 
catalyst within the pores, combined with other emerging techniques of chemical control 
(26), could result in better reaction control and new products. To demonstrate the use of 
hollow nanocrystals in catalysis, we study their function as nanoreactors each containing 
one noble metal nanocrystal. A Pt@CoO yolk-shell nanostructure is synthesized, in 
which a platinum nanocrystal of a few nanometers is encapsulated in a CoO shell. Three 
steps are involved in the preparation of these nanoreactors: synthesis of platinum seeds 
by a modified "polyol" process (27), deposition of cobalt on platinum to form Pt@Co 
core-shell nanocrystals, and transformation of cobalt into CoO hollow structures (28). 
Fig. 4A shows a typical sample of platinum particles with an average diameter aroimd 3 
nm. The deposition of cobalt onto platinum at the reaction temperature yields no alloy. 
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only Pt core/Co shell particles, as confirmed by XRD analyses. The oxidation reaction 
removes cobalt atoms away fi:om the platinum particle surface, leading to the formation 
of a Pt yolk/CoO shell structure (Fig. 4B). No fi-ee platinum particles were found by 
TEM inspection of the Pt@CoO sample. The size of Pt@CoO particles can be controlled 
by changing the diameter and number of the platinum seeds, and the amoimt of cobalt 
carbonyl precursor. 

In order to determine if the Pt@CoO materials were active as heterogeneous 
catalysts, the hydrogenation of ethylene was chosen as a model reaction since it readily 
occurs at ambient conditions on many transition metal catalysts. Platinum is one of the 
most active metals for this reaction while the activity of metalhc cobalt is approximately 
two orders of magnitude lower (29). We found that pure CoO hollow nanocrystals are 
inactive for ethylene hydrogenation (30), even following a 1 h H2 pre-reduction at 373 K. 
Only upon reduction at 473 K for 1 h is ethane detected at temperatures >300 K. Samples 
containing platinum without pretreatment are active for C2H4 hydrogenation at 
temperatures as low as 208 K. The steady state turnover frequency for ethane formation 
at 227 K is 8.3x10"^ s'^ (31), which is comparable to the rate of 3.5 x 10'^ s"^ measured on 
a 0.04% Pt/Si02 catalyst (32), and 1.7 x 10'^ s"' measured on pure platinum powders (0.2 
- 1.6 \im). These observations indicate that the reaction is catalyzed by platinum 
particles, not the CoO shell. This also confirms that a route exists for ethylene and 
hydrogen entry into the CoO shell interior. The grain boundaries on the shell are the 
most probable entry points for ethylene and hydrogen diffusion into as well as ethane 
diffusion out of the shell. Comparing to catalysts supported on other mesoporous 
materials, isolation of catalyst nanoparticles within solid shells should minimize 
secondary reaction of the products that degrade selectivity and product distribution. 
Furthermore, any synergistic interactions between catalyst and support can be more 
efficiently utilized when each catalyst particle is in contact with a shell of the support 
material. 
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Figures 

-50 nm 

Fig. 1. (A) TEM image of cobalt nanocrystals synthesized by injecting 0.54 g of Co2(CO)8 in 3 ml of o- 

dichlorobenzene into 0.1 ml of oleic acid and 0.1 g of trioctylphosphine oxide in 15 ml of o- 

dichlorobenzene at 455 K. (B, D) TEM images of the cobalt sulfide phases synthesized by injecting sulfiir 

in o-dichlorobenzene (5 ml) into cobalt nanocrystal solution with different Co/S molar ratios: (B) C03S4 

with Co:S=9:12 and (D) CogSg with Co:S=9:8. The C03S4 particles were synthesized from the cobalt 

sanqjle shown in (A), while the CogSg particles started from another cobalt sample which has an average 

diameter around 11 nm. (C) HRTEM images of C03S4 (left) and CojSg (right). (E) XRD patterns of cobalt 

nanocrystals (a) and cobalt sulfide synthesized with different Co/S molar ratios: (b) 9:5; (c) 9:7; (d) 9:8; (e) 

9:10; (f) 9:11; (g) 9:12; and(h) 9:18. 

11 
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Fig. 2. Evolution of CoO hollow nanocrystals with time by blowing a stream of Oa/Ar (1:4 in volume ratio, 

120 ml/min) mixture through a cobalt colloidal solution at 455 K. (A-D) TEM images of tiie solutions after 

flowing Oz/Ar for (A) 0 min; (B) 30 min; (C) 80 min; (D) 210 min. The inset shows a HRTEM of a CoO 

hollow nanocrystal. (E) XRD patterns of the sanple obtained from the solution after flow Oj/Ar for (a) 0 

min; (b) 2.5 min; (c) 5.5 min; (d) 10 min; (e) 30 min; (f) 80 min; and (g) 210 min. 
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Fig. 3. Evolution of CoSe hollow nanocrystals with time by injection of a suspension of selenium in o- 

dichlorobenzene into a cobalt nanocrystal solution at 455 K, from top-left to bottom-right: 0 sec, 10 sec, 20 

sec, 1 rnin, 2 min and 30 min. The Co/Se molar ratio is 1:1. 
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50 nm 

Fig. 4. (A) Platinum nanocrystals prepared by injecting a solution of 0.15 g platinum acetylacetonate in 5 

ml o-dichlorobenzene into a refluxing bath of 10 ml o-dichlorobenzene containing 0.3 g of 1,2- 

hexadecanediol, 0.1 ml of oleic acid, 0.1 ml of oleylamine and 0.06 ml of trioctylphosphine. The solution 

was tiien heated for another 120 minutes. (B) Pt@CoO yolk-shell nanostructures formed by injecting 1.08 g 

Co2(CO)8 in 6 ml o-dichlorobenzene into the platinum nanocrystals solution, and followed by the oxidation 

of the product particles by blowing a stream of Oa/Ar (1:4 in volume ratio, 120 ml/min) mixture into the 

colloidal solution at 455 K. The system was kept at the same temperature under stirring for 3 hours. 
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